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SATBEPJOKYIO,
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| I.M. Tepu,0BCbKUIA

Of 1A/ 2022p

TEXHINHI BUMOIK

Peaktisuuil ravHoszem GimoganbHuii
Reactive Alumina
Chepa 3acrocyBatks .
TTPAT «3ATIOPIMBCIHETPMBY , Liex Hedpopmosarmx 81pobis (LIHB}
AcopTumenT: Cymidii BOTHEeTPUBKI Cyxi BeTOHHI BIBPOYLLIbHIOIOH, CAaMOPO3TIHHI, TOPKPET-MacK AnA PyTepyBaHHS

TENACBUX arperatis YopHo! | KONbOPOBOI MmeTanyprii

AKICHI XapaKkTepucTmkm
PeaxktusHuiA rnuHoO3eM HimoaancHUM
! AKRICHI XapaKTeprcTuKY

: HarimeHyBaKHA NOKasHWKA HOpPMa OAMHULA BUMIpY
| Kimiuni Bnacrusocti
! Al,O5 min 99,7 %
| sio, max 0,07 %
f Fe,Cs max 0,04 %
Ca0 max 0,02 %
| Na,0 max 0,14 %
[ ®iznyHi BracTuBoCTi
NiacoBa nosis B8OOI L max 0,2 %
fMivvoma nosepxkHa BET, 2,6-3,4 MZ/I'
| LinbHicts fo cniekatHa 2,6 rfem®
' WinbHicrs nicas cnexadna npy 1600°C/ 14 3,4 r/om®
Nazep#a rpaHynomergia D50 1,8-3,0 um
’ 5,0-10,0 um

JiazepHa rpaHynomerpia DO
He [onyCKaeTbeA HAaABHICTL CYOPOHHIX AOMILUOK, CMITTA

BUMOrY [0 YN2KOBKK

PecypeH, 10 NOCTAYAIOTHCA, TOBHHHI BIIBAHTAXKYBATHCS B CTAHZAPTHIN EKCHIOPTHIN BOMOHENPOHUKHIHA yNakosl,
1o 3abe3neuye noBHe 30epexeHns Pecypcis Bia 6y/ab-sKOTO BUAY MOIIKOMKEHD Y NMEPIOJ TPAHCTIOPTYBAHHA
MOPCEKHM, 3aI3HUYHAM T4 aBTOMOGIIBHIM TPaHCIOPTOM 3 YpaxyBaHHAM AEKilIbKOX MEPEBAHTAXKEHb Y 0PO3i Ta B
nepios 30epiraHus 10 pO3KOKcepBailii.

Vrnakoska vae 3abesrieqyBath 30epeKeHHs IPOLYKTY BiI BOJOTH.

focrakdanbHyiK 30605'A3aHKi HagaT™ pedepeHc-nucT.

Noropxexo:

M.M. ArpaHosny
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